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The elutriation of fine particles from a binary mixture of particles with different densities and diameters has been
investigated in bubbling fluidized bed (BFB). A series of experiments were conducted in a 10 cm diameter,
170 cm tall cylindrical bubbling fluidized bed under various operating conditions. Bed materials with different
particle sizes, ranging from 93 um to 1000 um powder, and particle densities ranging from 7.9 to 2.45 g/cm?
were used in these experiments. Various combinations of these solids were mixed and fluidized at several super-
ficial gas velocities. Solid elutriation was measured by collecting the carryover solids exiting the column with a
filter. Experimental data on the effects of particle density, particle size, and gas velocity on the elutriation of par-
ticles from bubbling fluidized bed of binary mixture are examined. Influence of weight fraction of fines in the bi-
nary mixture on coarse particles was also investigated and discussed. The results indicated that the elutriation
rate constant increases with increasing superficial gas velocities and weight fraction of fines in the bed. A gener-
alized correlation for the elutriation rate constant is proposed using the ratio of U/U,, weight fraction of fines, and
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fines to coarse particle density ratio.
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1. Introduction

The United States Department of Energy (US DOE) has set a goal to
modify the existing pulverized coal-fired (PC) power plants to remove
over 90% of the total carbon in the coal as CO, for use or sequestration
[1]. Chemical looping combustion (CLC) is a novel technology, which
has the potential to significantly reduce the energy penalty associated
with carbon capture. The CLC process produces a binary mixture of
CO, and H,O0 in the flue gas where the CO, can be separated simply by
condensing the H,0, similar to an oxy-fuel process. The unique charac-
teristic of the CLC process is the use of a solid “oxygen carrier” to trans-
port oxygen from the air to a separate fuel reactor, thus eliminating the
contact between air and fuel streams [2].

Interest in chemical looping combustion (CLC) technologies has
grown significantly over the last five to ten years (Lyngfelt et al. [3];
Fan [4]; Hossain and de Lasa [5]). In recent years, extensive research
has been conducted on CLC of gaseous fuels. However, CLC of solid
fuels is a quickly-growing area of research, particularly in the area of fu-
ture clean coal power generation systems. However, direct coal CLC is a
relatively novel approach that presents new research issues such as re-
moval of ash byproducts from the CLC process.

The fuel reactor typically contains a mixture of coal, char, ash, and
the oxygen carrier. The oxygen carriers typically considered are metal
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oxides such as Fe;03, CuO or a mixture. The ash and char present in
CLC is typically smaller and lighter than metal oxide bases oxygen car-
riers. Although the impact of ash on the oxygen carrier reaction kinetics
is minimal (Siriwardane et al. [6]; Rubel et al. [7]), the design and oper-
ation of chemical looping combustion requires the control of ash accu-
mulation. More importantly, char cannot enter the air reactor. If it
does, the carbon will not be captured.

One approach is to drain both the carrier and the ash from the sys-
tem continuously. However this requires continuous feed of fresh oxy-
gen carrier into the system resulting in a significant operational cost.
The approach investigated in this paper involves direct separation of
the ash and carrier from a bubbling fluidized bed using the different
aerodynamic characteristics of both particles. The benefits of an aerody-
namic based solid-solid separation process include: reducing the re-
quirement for fresh oxygen carrier make-up, reducing solid waste
streams, and reducing operating costs for carrier make-up.

The optimal design of solid-solid separation and technical and eco-
nomic success of chemical looping combustion requires good predictive
capability of the estimation of fines hold-up in the bed and the elutria-
tion rate of fines from the bed. Although extensive investigation on elu-
triation rate have been made by many researchers [8-15], nearly all of
the published correlations proposed relate mainly to larger particle sys-
tems, and they do not adequately predict the elutriation of very fine par-
ticles. Furthermore, almost none of them are applicable to the multi-
particle system of different densities with mixing patterns that related
to particle concentration.
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Recently, Chew et al. [16] reviewed a significant number of entrain-
ment correlations in gas-solid fluidization from the literature. They have
listed about 28 equations to predict the elutriation rate constant by dif-
ferent authors. It was concluded that the discrepancies in predicting elu-
triation rate constant are up to 20 orders of magnitude. Therefore, the
review suggests the need for more physical understanding of the dom-
inating factors affecting entrainment. The correlations reviewed by
Chew et al. are for the elutriation of fines from a bed consisting of a sin-
gle material, i.e. a single density. That is to say, they do not cover the elu-
triation of fines from a low density solid from a bed of high density
coarse material as is the case in chemical looping combustion system
applications. This being said, there is significantly paucity in the litera-
ture for binary (poly-density) data and the specific influence of density
differences on elutriations rate.

In the literature reviewed by Chew et al., the elutriation rate con-
stant are usually expressed by operating conditions and the driving
force is proportional to the difference between gas velocity and terminal
velocity (Ug — Uy) of the particle. Other relevant research in this field
such as Geldart et al. [17] found that the elutriation rate increases sharp-
ly with the gas velocity close to the terminal velocity. Note that elutria-
tion occurs at velocities less than the terminal velocity in this work by
Geldart et al. Therefore, it is clear that the elutriation rate needs to be de-
fined such that the resulting correlation covers that observation and the
use of U — U, provides a negative value for these conditions (Ug < Uy).

Liu and Kimura [ 18] observed the fine particles controlled the elutri-
ation of mixtures of fine and coarse particles. Geldart and Pope [19] re-
ported that the existence of fine particles promotes the elutriation of
coarse particles from a fluidized bed with mixture of fine and coarse
particles. Li et al. [20] report the elutriation rate constant of group C
and group A particles to be dependent on the weight fraction of the
group C particles in the bed. They stated that an increased in fraction
of superfine decreases the elutriation rate of the fines due to increase
of interparticle adhesion. Geldart et al. [21] reported that the addition
of a small quantity of Geldart-C particles caused a decrease in elutriation
due to fines adhering to the large particles.

Cocco et al. [22] suggesting that the particle cluster in fluidized bed
has a great influence on the elutriation rate of fine particles. In that
work, Cocco et al. [22] discuss how elutriation is decreased due to the
fines forming clusters and act like larger particles such that they fall
back into the bed. They tested this by placing baffles near the top of
the bed to break up the clusters and discovered that under high shear
conditions (high superficial velocities) the elutriation was much higher
when the baffles were present.

Smolder and Baeyens [23] investigated the effect of adding a small
fraction of fines of different densities to a distribution of Group A pow-
ders (noted as E-Cat and zircon). They report that for these conditions,
the density of the fines had little effect upon the entrainment rate.
Cocco et al. [22] report that the fines density might be a factor. In the
present work, Group A fine material is added to a bed of Group B mate-
rial. Under these conditions, the fines density, or rather the ratio of the
fines density to the coarse density clearly effected the elutriation rate.

The objective for this work was to understand elutriation of glass
bead fines (a surrogate for fine ash particles generated in coal CLC appli-
cations) from a bed of larger denser material (steel shot, ilmenite and
alumina as surrogates for the oxygen carrier in CLC applications). The
goal of this work is to develop a general correlation that could be used
to predict the elutriation rate of low density fine particles in a bubbling
fluidized bed of larger dense particles, as well as to investigate the effect
of fine fraction on elutriation rate.

2. Experimental

The experimental apparatus used in this work is shown in Fig. 1. The
fluidized bed is 10 cm in diameter and 170 cm tall and constructed with
a clear acrylic pipe. The 10 cm column used in this study is larger than
44% of the reported investigations in the review paper by Chew et al.
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Fig. 1. Schematic diagram for the 10 cm diameter bubbling fluidized bed.

[16]. Additionally, it is comparable with two of the investigations in
that review such that the 10 cm column used in this study is larger or
comparable in size with >50% of the work discussed in the review. Fur-
thermore, Chew et al. [16] did not report finding a systematic trend in
the elutriation predictions that would be indicative of a small diameter
bias.

The fines exit the bed through a 5 cm ID port at 90° at the top of the
bed where a micro-sized fabric filter bag is attached and captures the
fine particles being elutriated. Compressed air is used as the fluidizing
gas which is controlled by a mass flow controller. A perforated plate
with 25 symmetrical orifices, 1.59 mm in diameter, was used as the
gas distributor. A U.S. No. 325 mesh sized (44 um) stainless steel screen
was placed at the bottom of the gas distributor to prevent material in
the fluidizing bed from escaping into the plenum chamber. Experiments
were performed by closing the air vent valve connected to an opening in
the plenum chamber, thus directing the flow through the gas distributor
and into the fluidized bed. The experiment would run for the allocated
sampling time and then the air vent valve would be opened, releasing
the air flow directed to the bed into the atmosphere. The filter bag
was weighed after each test run to determine the weight of the material
collected, as compared to the empty bag before use. The elutriated fine
and coarse particles were separated by a U.S. sized 200 mesh (74 pm)
sieve. Once separated, the fine and coarse particles were weighed sepa-
rately to determine the mass percentages of the material that had been
elutriated during the experiment. The amount of material captured in-
between runs was recorded and then returned to the bed in order to

Table 1
Physical properties of tested materials where SMD is the sauter mean diameter.

Material Size range (um) Sphericity Density U, (m/s)
— 3y ————
Max Avg Min SMD? =) (ke/m”) Largest Smallest
Steel shot 360 200 105 194.39 0.923 7890 X 1.78
[Imenite 250 155 105 151.24 0.902 4457 X 1.24
Al,O3 500 309 149 293.97 0.821 3968 X 1.6
(small)
Al,03 1000 613 300 550.56 0.820 3968 X 3.18
(large)
Glassbeads 123 93 37 753 0.912 2464 039 X

¢ Sauter mean diameter.
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Table 2
Experimental conditions.

Steel shot/glass beads

I[lmenite/glass beads

1000 x 300 pm Al,03/glass beads 500 x 149 pm Al,05/glass beads

Static bed depth (cm) 7.62 7.62

Aspect ratio, L/D (—) 0.75 0.75
Dimensionless velocity, Ug/U; g (—) 0.8,1.0,1.2 0.8,1.0,1.2
Gas velocities (m/s) 0.31,0.39, 0.47 0.31,0.39,0.47
Percentage of glass beads (wt%) 57 57

7.62 7.62

0.75 0.75
1.0,12,15,18,20,2.2,25,3.0 1.0,12,15,20,25,3.0

0.39, 0.47, 0.59, 0.70, 0.78, 0.86, 0.98, 1.17 0.39, 0.47,0.59, 0.78, 0.98, 1.17
2,25,57,77 2,25,57,77,95

maintain a constant bed inventory. The experiments were conducted
under batch mode operating conditions.

In this study, ilmenite, Al;03, and steel shot were used as coarse par-
ticles and glass beads were used as fine particles. Tables 1 and 2 show
the physical properties of particle mixtures and the operating condi-
tions used in the experiments.

The initial particle size distributions are shown in Fig. 2. Steel shot
particles can be classified as Geldart-B particles, ilmenite particles as
Geldart-B particles, Al,O3 (small) as Geldart-B particles, Al,O5 (large)
as Geldart-D particles and glass beads a Geldart A/B particles.

In these experiments, the static bed depth, which consisted of the
fine particles (glass beads) and coarse particles (ilmenite, either of the
two alumina oxides, and steel shot), was maintained at 7.62 cm at
start of testing. However, when varying the weight percentage of the
fine particles, the relative depth for both particles varied accordingly.
All experiments were run at ambient conditions. For all the experiments
the freeboard height was always well above TDH and hence both the
size distribution and entrainment rate become nearly constant. This
large height of freeboard also avoid on overestimate of elutriation rate.
The TDH was calculated using the following correlation [24]:

TDH = 3.87 x 10~2d, *>*p; 024U D)%’ (1)

The calculate TDH was in the range of 0.32-0.56 m which is signifi-
cantly less than the available 1.6 m.

The coarse particles were selected to generate data relevant for typ-
ical oxygen carriers in chemical looping combustion. [lmenite is an oxy-
gen carrier that has been used quite extensively. Aluminum oxide was
chosen because fabricated nickel and copper based oxygen carriers are
typically supported on alumina whereas the steel shot represents an ex-
tremely high density case. In a chemical looping process that uses coal
as fuel, it is envisioned that pulverized coal will be used with the particle
size on the order of 10 to 100 um. Unfortunately, real ash particles could
not be obtained for the presented studies so glass beads were used as a
substitute. A correlation from Basu and Fraser [25] was used to estimate
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Fig. 2. Initial differential particle size distributions of the material under this study.

the terminal velocity (U;) of the glass beads to be 0.39 m/s by using the
average particle size of 93 um. The terminal velocities of the coarse par-
ticles, ilmenite, aluminum oxide, and steel shot were also estimated by
using the same correlation where the smallest particle size was used, as
shown in Table 2. It should be noted that the estimated terminal veloc-
ities of the coarse particles are greater than three times the terminal ve-
locities of the glass beads. Table 3 shows the summary of the
experimental result on elutriation test.

3. Results and discussion

Fig. 3 illustrates the typical cumulative mass of glass beads entrained
from the bed as a function of time at three different U,/U; (here U; is the
terminal velocity of the 93 um glass bead). The data indicate that there is
a nonlinear rate of increase in the mass of fines as a function of time. It
was observed that the rate of accumulated fines was significantly higher
at greater Uy/U. While the weight of 90 g fines was achieved in 20 s at
Ug/U; = 2, the same weight was achievable after 5 s at Ug/U; = 3. The
weight change was due to an increase in gas velocity. At higher gas ve-
locities, the larger fine particles become elutriable increasing the
amount of entraineable fines. In Fig. 3, initially the finer particles prefer-
entially elutriated because of their smaller terminal velocity. As fluidiza-
tion time increases, the larger fine particles also contribute to
entrainment. It can be seen in Fig. 3 that at low times the trend lines
are linear and then the slope decreases at later times. Specifically for
the Ug/U; = 3 line, the slope is approximately 10 g/s for the first 15 s
and then drops off to zero at a time of about 40 s. That is, the elutriation
rate is initially constant when there is a sufficient amount of fines in the
bed and then drops off to zero as the fines are eliminated. This linear
rate of elutriation (10 g/s for the example) implies that steady state elu-
triation is nearly instantaneously achieved and only deviated from this
when the fines concentration remaining in the bed gets sufficiently
low such that the rate falls off. The data for the case Uy/U; = 2 is nearly
linear over the entire 60 s test period with the slope only falling off
around a time of 50 s.

Fig. 4 illustrates the effect of the loading of fine fractions on the mass
of fines entrained from the bed for three different times (20, 40, and
60 s) at given U,/U; = 2.5. In this figure, an increase in entrained fines
can be observed when loading of fine fraction increased. Fig. 4 also
shows that as the fluidization time increases, the elutriation rate de-
creases because the concentration of fines in the bed decreases.

3.1. The elutriation model

A number of models have been proposed by Leva [26], Wen and
Hashinger [15], Liu and Kimura [18], and Colakyan et al. [27] on the
basis of a first order equation to describe elutriation from a fluidized
bed. Kato et al. [28] proposed the following model:

dwy
e kw ¢ (2)
where Wyis the mass of fines remaining in the bed at time t and k is the
elutriation rate constant. The Eq. (2) may also be written as;

dw,  dwy
dt dt 3)
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Table 3
Summary of the experimental result on elutriation test. U, is a calculate value of glass bead using d, = 93 um.
ALO,(500x149)+glass bead Glass bead (wt%) 95.10% 77.00% 57.30%
Ug/Us 2 2.5 3 2 2.5 3 2 2.5 3
Time [s] Elutriated fine (g) Elutriated fine (g) Elutriated fine (g)
20 296.74 574.51 722.5 195.39 425.17 599.63 96.95 217.32 399.82
40 552.4 780.09 807.2 334.87 611.68 697.88 165.02 362.55 528.36
60 693.02 804.48 819.1 438.19 680.68 712.18 207.97 451.12 562.96
Al,0,(500x149)+glass bead Glass bead 57.30% 25.10% 2.30%
Ug/Ue 1 1.2 1.5 2 2.5 3 2 2.5 3
Time [s] Elutriated fine (g) Elutriated fine (g) Elutriated fine (g)
20 9.3 10.9 236 421 51.32 118.68 3.67 3.19 10.68
40 14.2 23.6 45.7 80.39 85.11 179.24 4.4 6.62 19.33
60 18.9 34.5 63.8 110.25 150.33 202.15 5.15 11.62 26.61
ALLO,(500x297 +glass bead Glass bead 77.00% 57.30%
Ug/Us 2 2.5 3 1 1.2 1.5 1.8 22 3
Time [s] Elutriated fine (g) Elutriated fine (g)
20 198.9 435.3 613.59 3.2 125 31.2 73 150.7 3183
40 383.14 642.78 705.8 7.6 28.1 62.7 1384 278 3744
60 532.79 695.27 708.95 13.4 41.4 95.3 202.6 3314 407.8
Al,0,(500x297))+glass bead Glass bead 25.10% 2.30%
Ug/Ue 1 1.2 1.5 0.8 1 1.2 1.8 2
Time [s] Elutriated fine (g) Elutriated fine (g)
20 91.83 157.26 208.34 1.7 0.3 0.5 7.5 9.21
40 160.82 238.96 259.48 0.9 0.4 0.9 10.1 12.44
60 208.98 263.5 266.79 0.6 0.6 1 11.1 134
IImenite+glass bead Glass bead 54.10% 22.90% 12.40%
Ug/Us 0.8 1 1.2 0.8 1 1.2 0.8 1 1.2
Time [s] Elutriated fine (g) Elutriated fine (g) Elutriated fine (g)
20 83 143 57.8 24 6.3 34.6 3.6 4.6 13.5
40 132 314 119.6 4.6 144 40.4 6.5 10.1 26.5
60 16.8 48.4 184.1 7.3 21.9 69.8 5.4 14.4 38
Steel+glass bead Glass bead 37.30%
Ug/Ut 0.8 1 1.2
Time [s] Elutriated fine (g)
20 3.1 16 462
40 7.2 28.8 96.6
60 10.8 41.6 126
where W, is the cumulative mass of fine particles carried out of the bed Eq. (4) can also be written as:
at time t.
Integrating Egs. (2) and (3) with initial conditions: W, = 0 and w
W= Wp at t = 0, we obtained: In <1 W ¢ > = —kt (5)
fo
W, = wfo(l—e*’“) (4)
where Wy, is the initial total mass of fines in the bed. 1000
300 Al,O; (small)
ALO; (big) U/U=3.0 800  U,/U=25
250 t X,=0.251
200 600
=0
C) =
= 150
= 400
100
200
50
o 1 1 1 0
0 20 40 60 80 1
Time(s)

Fig. 3. Elutriated cumulative weight of glass bead fines mixed with Al,05 (big), W, versus

time.

Fig. 4. Variation of the cumulative weight of glass bead fines with the loading of fine
powders in the bed with time.
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Fig. 5. Linear plot to exam first-order elutriation on the basis of Eq. (5).

Using Eq. (5), one can determine the elutriation rate constant, k,
from the slope of the straight line of In(1— M")’/ S)Vst. Then the elutriation
rate constant of fines leaving the bed can be obtained as:

. kaO
k=g (6)

Plotting In(1— v‘\A//fu) vs t at different Ug/U; (Fig. 5) indicates that a lin-

ear relationship exists for all the Uy/U.. This figure provides the elutria-
tion rate constant, k, for Uy/U; range of 1-1.5 with 57.3% glass beads
fine mixed with Al,O5 (small) coarse particles. Knowing k, Wy, and Ap,
the elutriation rate constant of fines (K*, kg/m?s) leaving the bed can
be obtained using Eq. (6).

Fig. 6 is a typical example showing the effect of Ug/U; on elutriation
rate constant K*. The elutriation rate constant K*, increases with Uy/Up,
confirming that higher U,/U; entrained more elutriable fines. For Uy/U;
larger than 2, the elutriation rate constant has noticeable increase
with Uy/U. Fig. 6 also shows that the relationship between the elutria-
tion rate constant, K* and U,/U; can be described as power law with
R%>99.9%. It should be noted that the elutriation rate constant was in-
dependent of what the coarse material size was used in the experiments
(Fig. 6).

K *(kg/mZs)
)

® AlLO; (small)
B ALO; (big)

6

Fig. 7. Effect of initial loading of fines, Xy, on the elutriation rate constant for two different
Ug/U..

Fig. 7 illustrates the relationship between the elutriation rate con-
stant, K*, and the initial loading of glass bead fines in the bed at two dif-
ferent Uy/U;, namely, 2 and 2.5.

The elutriation rate was slow at lower initial loading of fines (0-0.5)
and then improved with additional loading as shown in Fig. 7. This fig-
ure also shows that the rate of elutriation is faster for higher U,/U; at
higher initial loading of fines due to increasing the gas draft forces. Fig.
7 also indicate that the relationship between the elutriation rate con-
stant, K* and X, can be described as power law with R? > 95%.

3.2. Proposed correlation of the elutriation rate constant, K*

In order to obtain a correlation that defines the elutriation rate con-
stant, K*,, as a function of operating parameters, such as gas velocity,
initial loading of fines, and properties of the gas and the solids, etc. at-
tempts were made to correlate the experimental, K*.,, with appropriate
operating parameters. Correlations are useful because they can indicate
a predictive relationship that can be exploited in practice.

A statistical approach such as cross-correlation matrix was used to
determine which of the dimensionless parameters were relevant,
namely, XO- Ug/Utv dpﬁne/dpcoarsev and pﬁne/pcoarse- to the development
of the elutriation rate constant, K*e|,.

In trying to find a reliable and more general correlation for K* ey, var-
ious dimensionless groups that might give unified representation of the
experimental data were tested. The most important experimental quan-
tities measured were superficial gas velocity, initial loading of fines, and
particle properties. Dimensionless parameters included in this analyses
were Xo, Ug/Uy, the ratio of fine to coarse particles (dpfine/dPcoarse), and
the ratio of the fine to coarse particle density Pane/Pcoarse-

Based on the above considerations, Table 4 presents the cross-corre-
lation matrix for the independent variables in predicting, K*e,. The

Table 4
Cross correlation matrix for elutriation rate constant relationship.

I(ke]u (kg/mzs) XU Ug/Ut dpcoarse/dpﬁne pﬁne/pcoarse

0 1 2 3 4
U/,

Fig. 6. Effect of U,/U, on the elutriation rate constant.

K*elu (kg/mzs) 1.0

Xo 0.615 1.0

Uy/U, 0.659 0182 1.0

dpcoarse/dPaine 0413 0252 0671 1.0

Pfine/Peoarse 0.242 0.110 0502 0.192 1.0
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y =0.9999x
R2=0.9551

0 2 4 6 8
k. (kg/m?s)

Fig. 8. Comparison of the elutriation rate constant using Eq. (8) with experimentally
measured values.

general rule of thumb is that the cross correlation coefficient should lie
between — 0.7 and 0.7 to eliminate standard error estimates associated
with the co-linearity of the independent variables [29]. Table 4 shows
that the cross correlation coefficients are within this rule of thumb.
Therefore, the following correlation is proposed to correlate the elutria-
tion rate constant, K*ey,, as;

o (ke/m?s)

U 2.652 dp 0.133 p —0.459
—0.384(X 1.386 <7g> < fine > < fine ) 7
( 0) Ut dp coarse Pcoarse ( )

Eq. 7 could be simplified within the statistical significance of the data
such that the exponent on the 3rd term could be discarded, as it did not
contribute significantly to the variance explained. Therefore, the Eq. (7)
was further reduced to:

2 1366 (Ug\ 2°% / ppine \ 044
Kay (kg/m’s) = 0.354(Xo)" (U) (7e> "

t Pcoarse

The coefficients were taken as the average of the upper and lower
limits for the 95% confidence limits. The coefficients are 0.354 +

8
y = 1.5039x Eq. (9) Choi et al.
R2=0.7417
6 L
. ° Eq. (8) This work
£
=< 4
g
.
2
0 1 1 1
0 2 4 6 8
k*cal(kg/mzs)

Fig. 9. Comparison of the elutriation rate constant using Eq. (9) developed by Choi et al.
[30] with experimentally measured values.

10
g Corrected Choi el al. model
— y = 1.0674x
N; 6 F R2=0.7298 °
e o
) . Eq. (8) This work
~
2
0 1 1
0 2 4 6 8
k*.(kg/m?s)

Fig. 10. Comparison of the elutriation rate constant using modified model to Choi et al. [30]
with experimentally measured values.

0.663, 1.366 + 0.499, 2.586 4 0.416, and — 0.444 4+ 3.667 for each
term, respectively. The initial loading of fines, X, and U,/U; were the
strongest factors determining the elutriation rate constant, K*e;,.. The
rate constant was proportionally related to both X,, and Ug/U;; the
higher Xo, and U,/U; the larger the elutriation rate constant, K" ey

The comparison between the experimental data on the elutriation
rate constant, K"y, and the predicted of Eq. (8) is illustrated in Fig. 8.
Agreement is good with variance explained (R?) of 96%.

The correlation developed by Choi et al. [30] is also tested for each
experimental conditions (Fig. 9). The correlation given by Choi et al.
[30] for the elutriation rate constant is

Ug—U: 3.83
U ) ®)

t

K <kg/m25) =0.36(Xo)" <

The Choi et al. [30] correlation under predicts the elutriation rate
constant in most of the test cases used in this study. The deviation
may results from the density difference between the two studies. In
their study, nickel ammonium sulfate with specific gravity of 1.923
with different sizes and sphercities was used. Therefore, attempts
were made to include the values of pgpe/Pcoarse Of this study to Choi's
et al. correlation. Fig. 10 compares our experimental data with corrected
Choi's et al. and shows that their correlation with addition of pgne/Pcoarse
improve the fits of the experimental data by 45%.

The comparison to most of the correlations in the literature with this
study have been excluded because of their proposed correlations belong
to one particle system of same densities.

4. Conclusion

The elutriation of fines of two particle system of different densities
was investigated in a cold flow bubbling fluidized bed. The coarse parti-
cles were Al,05 of two different sizes (613 and 309 pum), ilmenite
(155 pm) and steel shot (200 pum). The fine particles were glass beads
with an average particle size of 93 um. The elutriation rate of the fine
particles increased with increasing the Uy/U; and the initial loading of
fines. The coarse particle sizes and their densities had a minor effect
upon elutriation of fine particles. In this study, the first order rate equa-
tion was used to determine the elutriation rate constant, K*ej,. An im-
proved correlation to determine the elutriation rate of the fine
particles was proposed correlating with Ug/U,, initial loading of fines,
and densities ratio of coarse and fine particles. The correlation was bet-
ter predictable than previous one and cover the wider range of U,/U; es-
pecially for Uy/U; < 1.
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Notation
Ap cross-sectional area of bed (m?)
Dy, bed diameter (m)

dpcoarse  particle mean size of coarse particle (m)

dPine particle mean size of fine particle (m)

k rate constant (1/s)

Ko elutriation rate constant (kg/m?s)

t time (s)

TDH transport disengaging height (m)

Ug superficial gas velocity (m/s)

U; terminal velocity of fine material (m/s)
W, cumulative mass of fine particles (g)

Wy mass of fines remaining in the bed at time ¢ (g)
Xo initial weight fraction of fines

Greek symbol

Peoarse  Particle density of coarse particle (g/cm®)

Pfine particle density of fine particle (g/cm?)
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